SLK Cement

CyXONOXCKUEMEHT

Mpunoxenve 12 U-5(0TK) B 3.0 uam. 0.6

dunuan «CyxonoxckuemeHT» OO0 «CJIK LlemeHT»

NMACMOPT KAYECTBA

NOPTNAHALEMEHT TAMMOHAXHbIV BE3AOEABOYHbIV
onAa HU3KUX U HOPMATbHbLIX TEMNEPATYP

nuT-1-50 rOCT 1581-2019
HOPMATUB CPE[QHEE
XAPAKTEPUCTUKU rocT 1581-2019, ®AKTUYECKHN
FOCT 30515-2013

1. XAMWYECKUA COCTAB

MoTtepu npu npokanuBaHum MMM He Gonee 5 % 094 %
Okcunp KpeMHua Si02 He HopmupyeTcs 204 %
Okcup antomuHus Al203 He HopmupyeTcsi 43 %
Okcup xenesa Fe203 He HopmupyeTcs 42 %
Okcupa kanbuma CaO He HopmupyeTcsi 627 %
Okcup marima Mgo He HopmupyeTcs 35 %
HepacTBopuMbIN OCTaTOK He Gonee 5 % 03 %

He meHee 1,5% 30 %
Okcupg cepbl SO3 He Gonee 3.5 %
Xnop-uoH Cl He Gonee 0,1 % 0.02 %

2. PUSNYECKUE XAPAKTEPUCTUKWU MO NOCT 34532-2019
ToHkoCTb nomona (octatok Ha cute Ne 008) He HopmupyeTcs 1.0 %
YaenbHasi noBepXHOCTb No bneiHy He HopmMupyeTcs 3700 cm2ir
BopgooTtaeneHune He 6onee 8,7 mn 2.0 Mn
PacTekaeMOCTb LleMEHTHOro TecTa He meHee 200 MM 250 MM
Bpems 3arycteBaHus Ao KoHcucteHuum 30 Bc He MeHee 90 MUH 326 MuH
3. NPEOEN MPO4YHOCTU
Mpu n3rn6e B Bo3pacTe 2 CyTOK |He meHee 2,7 MMNa 6.1 MnMa
4. COCTAB KITUHKEPA
TpexkanbuueBbI cunukat C38 He HopmupyeTcsl 617 %
[ByxkanbuueBbii cunukar C28 He HopmupyeTcsa 149 %
YeTbipexkanbuveBbin antomodgepput C4AF He HopmupyeTcs 126 %
TpexkanbuueBbIi antomuHaT C3A He HopmupyeTcs 56 %
Okcup mariua Mgo He 6onee 5 % 3.5 %
5. XAPAKTEPUCTUKA BE3OMNACHOCTU

3HayeHue yaenbHoW 3chheKTUBHOW aKTUBHOCTU eCTECTBEHHbIX |He Gonee 76 Bk/kr
paauoHyknuaoB B LiemeHTe Aad no pesynbTatam 370 Bk/kr
nepvoanYecKux UcnbITaHUM

* PaspelueH K NpMMeHeH!I0 B Ka4eCcTBe CTPOUTENbLHOro marepuana Ha ocHoBaHuu lNMpotokona Ne 05/00333-23 ot 27.01.2023r.

* CepTuduumpoBaH B cucteMme o6s3arenbHon cepTudukaumm Ha cooTBeTcTBUE Tpeb6oBaHuam MOCT 1581-2019 u FOCT 30515-
2013. Ceptudmkar coorBetcTBuA Ne POCC RU C-RU.CLI01.B.00739/23 (mencteuteneH no 23.04.2024r.)

* MpUMeHsEeTCA ANA LLeMEHTUPOBaHUA He(PTAHLIX, ra30BbIX U APYIUX CKBaXWH NPU HU3KUX M HOPMarnbHbIX TemnepaTypax
npumeHeHwus (15 - 50 °C).




